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Test Report No. : 23-24/12484/1 Report Date : 30-10-2023

The following sample(s) was submitted and identified by/on behalf of the Customer. Tests were conducted
as per the request of the Customer. Test sample(s) was not drawn by the Nimkartek Laboratory.

Customer Name BT BIOTEX SDN BHD

Address No. 9, Jalan Ba/3, Kawasan Perusahaan Bukit Angkat, 43000 Kajang, Selangor,
Malaysia 43000

Contact person Ms. Yusanida

Sample Reference BIOGUARD ZERO R302
B 281432.20763

Sample Type Auxiliary

Date of Sample Receipt 25-10-2023

Test Performed Analysis of Perfluorinated Chemicals (PFOA and PFOS)

Test Period From 25-10-2023 To 30-10-2023

General Inquiries/ feedback/Technical inquiries: lab@nimkartek.com

Authorized Signatory Authorized Signatory
Pravin More Varsha Vishwasrao
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Sample Photo :
1. Analysis of Perfluorinated Chemicals (PFOA and PFOS)
Test Method : In house, Solvent Extraction followed by LC-MS
Detection Limit : 0.5 mg/kg
Result :
Sr. No. Name CAS No. Result (mg/Kg)
1 Perfluorooctanoic acid (PFOA) 335-67-1 Not Detected
2 Perfluorooctane sulfonate (PFOS) 2795-39-3 Not Detected
Authorized Signatory Authorized Signatory
Pravin More Varsha Vishwasrao
*** End of Report***
DISCLAIMER:

This test report is prepared solely based on Customer’s information and/or instructions and samples/materials submitted by the Customer or by a third party
acting at the Customer’s direction. Written acknowledgment for publication and duplication of test reports for promotional purposes, as well as fractional use
for other purposes is mandatory. Electronically submitted results are for your information only. The recordings constitute no warranty of the sample’s
representativeness of any goods/ materials and strictly relate to the submitted sample(s). NimkarTek Technical Services Pvt. Ltd. accepts no liability with
regards to the origin or source from which the sample(s) is/are said to be extracted and /or sampled or in connection with this report or in contract. Test
sample for ZDHC MRSL Level 1 testing is retained for 15 (fifteen) months. Test sample(s) was not drawn by NimkarTek Technical Services Pvt. Ltd.
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